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Recent progress in the field of noninterferometric phase retrieval brings the ordinary Fresnel 
microscopy to a new quantitative level, suitable for recovering both the amplitude and phase of 
the object, based on image intensity measurements of the object [1,2]. We show that this is 
sufficient for in-plane component mapping of magnetic induction [2] for small magnetic elements 
with known geometry ranging fiom micro- to few nanometers size. 

In present paper we re-examine some conservation principles used for the transport-of-intensity 
(TIE) equation derived by Teaque [3] for application to phase retrieval in light and X-ray optics. In 
particular, we prove that the intensity conservation law [3] should be replaced in general case with 
the energy-flow conservation law [2]. This law describes the amplitude-phase balance of the 
partially coherent beam on its propagation along the optical path, valid both for light and electron 
optics. This substitution has at least two important fundamental consequences. 
First, we formulate in a good approximation the new boundary condition [2], suitable for unique 
phase recovery from TIE up to some arbitrary constant 

[ n . ~ , q ( ~ ) ] = a q ( ~ ) / a n  = 0, (1) 
Here L = dD is the image D(x,y) perimeter and acp/dn is the phase gradient in the direction of 
outward normal. Notice that Neurnann boundary condition (1) is sufficient to fulfil the intensity 
conservation law in the paraxial wave approximation as suggested by Teaque [3]. This condition is 
of great practical importance since (a) it can be applied for a wide class of objects, (b) it is well 
suited for fast phase retrieval via Fourier transform (FT) methods and (c) it does not require the use 
of an aperture while recording experimental images. The practical application of this condition is 
realized through the "symmetrization rule" [2] of experimental images as described in Figs.1-2. 
Notice that phase information recovered by this rule via FT is free from edge spoiling/aliasing 
effects in the entire area of experimental image. 

The second consequence is important for phase retrieval fiom ordinary Fresnel images of magnetic 
materials obtained by Lorentz microscopy. In particular, a new so-called magnetic transport-of- 
intensity (MTIE) equation [4] is derived under the assumption of uniform thickness of magnetic 
film. This new equation makes the basis for noninterferometric magnetic induction B(x,y) mapping 
in TEM based on the intensity I(x,y,zo 462) measurements versus image defocus. In principle, the 
problem is reduced to the solution of nonlinear elliptic differential equation (MTIE) of second order 
in a manner similar to TIE-phase solution known for partially coherent light optics [ 51. Fig. 3 shows 
the MTIE solution for B(x,y) mapping in Nd2Fel4B magnet after the first iteration of phase retrieval 
algorithm. The derivation of MTlE equation and its solution will be presented as well.[6] 
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Fig.1 Symmetrization rule (la) for 
intensity images (the example is 
shown by "TIE" logo in the left upper 
quadrant) used for phase retrieval 
under the Neumann boundary 
condition given by the Eq.( 1). 

Fig2 Example of TEM induction mapping using defocused Fresnel images (2a) of magnetic domains in 
Nd2FelJ3 hard magnet. Experimental (2a) and phase-contrast (2b) images obtained by Fresnel imaging. 
MTIE-phase reconstruction process (2c) shown after the first iteration of retrieval algorithm displayed by the 
flux line contours corresponding to magnetization of sample imaged in (2a). Non-spoiled FT-solution in (2c) 
is obtained by introduction of mirrored (virtual) image (2d) as required by the symmetrization rule. Notice a 
good convergence of MTIE-algorithm in spite of difficult imaging conditions, since many details of magnetic 
structure can be revealed after the first iteration. 

- 
phase contrast image. Experimental Foucault image (3c) compared with calculated one (3d) derived ftom the 
induction map (3b) after removal of background intensity. Notice weak magnetization turbulence (arrowed) at 
the dislocation core positions. 


